
 

Leak Test: 
 

 

(LT) ASTM E 432 Selection of Leak Testing Method 

   

 ASTM E 515 Standard Test Method for Leaks Using 

Bubble Emission Techniques 

(Dichtheitsprüfung mit 

Blasenaustrittsverfahren) 
   

 ASTM E 1003 Standard Test Method for Hydrostatic 

Leak Testing                  

(Dichtheitsprüfung mit Wasser) 

   

Radiographic 

Examination: 

  

(RT) ASTM E 94 Standard Guide for Radiographic 

Examination 

 
  

Liquid Penetrant 

Examination: 

  

(ET) ASTM E 165 Standard Test Method for Liquid 
Penetrant Examination 
(Farbeindringprüfung) 

   

Hardness Test:   

 ASTM E 10 Test Method for Brinell Hardness of 

Metallic Materials 
   

 ASTM E 18 Test Method for Rockwell Hardness of 

Metallic Materials 
   

 ASTM E 92 Test Method for Vickers Hardness of 

Metallic Materials 
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