
 

Corrosion Test:   

( IC - Test ) EN ISO 3651-2 
earlier DIN 50914 

SEP 1877 

Testing of intercrystalline corrosion 

   

 EN ISO 3651-1 
earlier  DIN 50921 

Huey - Test 

   

 DIN EN 10229 HIC - Test 

   

Impact Test:   

( Charpy ) DIN EN 10045-1 Impact - Test :  

method acc. Charpy - V  

   

Magnet Particle Test:   

( MPE ) EN ISO 9934-1 Magnet Particle – part 1 : general principles 

   

 DIN EN 10228-1 

 

Magnet Particle Test from forging of steel 

   

 DIN EN 10246-12 Magnetic particle inspection of seamless and 

welded Pipes to surface error 
   

 DIN EN 10246-18 Magnetic particle inspection of seamless and 

welded Pipes against duplication 

   

Visual Test:   

( VT ) DIN EN 13018 Visual Test – general principles 

   

   

   

   

EN_26/v02 
  

Examinations 
DIN-  EN-  ISO-   STANDARD 

 

2 


